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CLIENT SuZhou Tuntex Fiber & Carpet Company 

    

TEST METHOD CONDUCTED 
ASTM D6962 German Roll Chair - Standard Practice for 

Operation of a Roller Chair Tester for Pile Yarn Floor Coverings  

   

    

  DESCRIPTION OF TEST SAMPLE 

IDENTIFICATION Nylon Carpet Tiles with LuxCushion 

CONSTRUCTION Multi-Level Loop Pile 

BACKING LuxCushion (High Density Nylon) 

 

GENERAL PRINCIPLE 

 

The carpet test specimen is secured to a table with the pile surface exposed and is subjected to 

the action of three castors which produce an eccentric turning motion under a weighted roller chair 

device that moves across the test specimen for a specified number of cycles.  

 

TEST RESULTS 

NUMBER OF CYCLES APPEARANCE RATING 

20,000 3.0 

 
 

 APPEARANCE RATING KEY 

5 Excellent:  No change or negligible change 

4 Good:  Slight change  

3 Fair:  Noticeable wear pattern 

2 Poor:  Loss of texture and thickness  

1 Very Poor:   Severe, generally considered unacceptable 

 

 


